
Architectural Concrete Masonry Unit Concrete Masonry Shapes and Sizes for six inch (6”) and eight inch (8”) blocks

Sampling and Testing: The purchaser or authorized representative shall be acorded proper facilities to inspect and sample the units at the
place of manufacture from the lots for delivery. Sample and test units in accordance with Test Methods C 140.

Style
Standard 6”

Unit per Pallets
120

Style
Two Face 6”

Unit per Pallets
120

Style
Fluted 6”

Unit per Pallets
120

Style
Standard  Corner 6”

Unit per Pallets
96

Style
 Two Face Corner 6”

Unit per Pallets
96

Style
Fluted Corner 6”

Unit per Pallets
96

Style
Standard 8”

Unit per Pallets
90

Style
Two Face 8”

Unit per Pallets
90

Style
Fluted 8”

Unit per Pallets
90

6”
INCH BLOCKS

8”
INCH BLOCKS
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